
 

 

Standard Block for Hardness 
  
ARUN Test block with NPL Certificate, FRI NABL Certificate, NML Certificate, AKASH Certificate Confirm 
to IS :1586-2000 for HRC, IS : 1500-1983 for BHN Test Block, IS : 1501-1984 for HV Test Blocks 

 

 
  



  
  
 

.......Special Accessories For Hardness Tester 
 

  
 

  
 

  

  

 

  

         

    

         

    

          

  
 
 

Hardness Test blocks 

HRC 59 - 65 50 mm dia. 

HRC 

20 - 30 , 30 - 
40 
40 - 50 , 50 - 
59 

50 mm dia. 
50 mm dia. 

HRB 90 - 100 50 mm dia. 

HRB 80 - 90 50 mm dia. 

HRB 60 - 80 50 mm dia. 

Brinell Test blocks 

HB - 2.5 dia. 
187.5 kg 

200 - 400 50 mm dia. 

HB - 5.0 dia. 
250 kg 

200 - 400 50 mm dia. 

HB - 5.0 dia. 
750 kg 

100 - 225 
100 mm 
dia. 

HB - 10.0 dia 
3000 kg. 

100 - 225 100 mm 
dia. 

HB - 5.0 dia. 225 - 800 100 mm 



HRB 40 - 60 50 mm dia. 

HRA 80 - 90 50 mm dia. 

HRA 60 - 80 50 mm dia. 

HR ( 
E.M.L.R.Y. 
) 

90 - 125 50 mm dia. 

 

750 kg dia. 

HB - 10.0 dia 
3000 kg. 225 - 800 

100 mm 
dia. 

 

 

 

 

Manufactured by:  ARUN INDUSTRIES 

ARUN Industries 2867 / 2, BALASAHEB PATIL NAGAR, KOLHAPUR ROAD, 
KABNOOR ICHALKARANJI - 416 115 
PH.NO. : -  0 98221 48352.   0 97656 51261 
 
 

 


